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Electrochemically color tunable poly(N-
isopropylacrylamide) microgel-based etalons†

Wenwen Xu, Yongfeng Gao and Michael J. Serpe*
In this submission, pH responsive poly(N-isopropylacrylamide)–based

microgels were used to fabricate optical devices (etalons). We

demonstrate that the optical properties of the etalons could be

manipulated upon the application of an appropriate electric potential

between the etalon and a counter electrode, both in an electrolyte

solution. An appropriate electrical potential hydrolyzes the water of the

electrolyte solution, which subsequently changes the pH of the elec-

trolyte solution. Since solution pH is able to change the solvation state

of the microgels, and the etalon's optical properties depend on the

microgel's solvation state, the etalon's optical properties can be tuned

with an applied electrical potential. We show that the etalon's optical

properties (color) is stable formany hours, until an appropriate potential

is applied to bring the solution pH back to its initial value. The device's

color switching kinetics were also probed, and showed significant color

changes on the minute time scale. The dramatic optical property

changes coupled with the reversibility of the device's color makes this

system potentially useful for display device applications.
Display devices that utilize light emission to produce high
quality images have enormous utility, but do not produce high
delity images when used in certain environments, e.g., bright
sunlight. In contrast, electronic paper (e-paper) utilizes reec-
ted light from an external light source to generate an image. The
effect leads to a display that is more like “real” paper, allowing it
to be usedmore effectively in bright environments. However, up
to now, commercialized e-paper devices are available in black-
and-white, while it is still difficult to develop and commercialize
multicolor e-paper.

Photonic materials (PMs), consisting of at least two different
periodically arranged dielectric materials, can exhibit color by
affecting light propagating through its structure.1–3 Specically,
light interacting with ordered elements in a material leads to
constructive and destructive interference of light waves
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propagating through it, yielding color. This kind of material is
inherently bright under strong light illumination, and is not
subject to photobleaching making it is more durable than
pigments/chromophores and an ideal candidate for colored
e-paper.4–9 Along these lines, Ozin and coworkers reported that
iron basedmetallopolymer lms display voltage-dependent color
due to a redox reaction.7 The Kang group fabricated polystyrene-
block-poly(2-vinyl pyridine) (PS-b-P2VP) block copolymer based
photonic gel where recorded information can be maintained for
longer than 96 h.8 The Yin group embedded silica-coated Fe3O4

colloids into poly(ethylene glycol) diacrylate (PEGDA) lms to
make rewritable photonic paper.9 All of the above materials are
capable of maintaining their recorded information (e.g., color,
image) without the use of an external power supply. Hence, lower
power consumption is one of the major advantages of e-paper
displays, compared to light emitting diode (LED) and liquid
crystal display (LCD) technologies. Therefore this relatively new
area is worth much more research attention.

Our group has previously fabricated and characterized “one
dimensional” PMs using pNIPAm-based microgels sandwiched
between two semi-transparent metal layers.10,11 Specically, a
single layer of poly(N-isopropylacrylamide)-based microgels can
be deposited on a Au-coated glass substrate followed by the
deposition of another thin Au layer on top of the microgels.
Such a device (referred to as an etalon) displays vivid colors,
which are dynamically tunable over a large range of visible
wavelengths. The devices operate by light impinging on the
etalon entering the microgel-based cavity and resonating
between the two Au layers. This behavior leads to constructive
and destructive interference, which leads to color. This is a
direct result of interference, where specic light wavelengths
are reected, while others are transmitted. The specic reected
wavelengths lead to peaks in a reectance spectrum, where the
peak position(s) can be predicted by eqn (1):

ml ¼ 2nd cos(b) (1)

where l is the wavelength maximum of a peak with a given peak
order m, n is the refractive index of the dielectric (microgel)
J. Mater. Chem. C, 2014, 2, 3873–3878 | 3873
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Fig. 1 (a) Microgel-based etalons were fabricated by (ii) sandwiching a
microgel layer between (i and iii) two 15 nm Au layers (2 nm Cr was
used as an adhesion layer) (iv) all supported on a glass microscope
slide. (b) A representative reflectance spectrum for an etalon with no
voltage applied.
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layer, d is the distance between the gold layers and b is the angle
of incidence. Under most situations, the incident light is
normal to etalon surface and the effect of refractive index is
negligible compared to the change induced by the change in
d. Therefore, generally speaking, for a given m, microgel
swelling leads to an increase in d, which yields a red shi in the
position of a given reectance peak. Likewise, microgel collapse
leads to a blue shi.

Since discovering these devices, they have been used to sense
pH,12 glucose,13 temperature,14 and macromolecules.15 Here, we
expand the utility of these devices by showing that their color
can be made tunable to electric elds for possible e-paper
display applications. To accomplish this, we treated the etalon
as one electrode in an electrochemical cell. It has been proven
that the application of a suitable potential between two elec-
trodes in water leads to water electrolysis (reduction potential
for water is 1.23 V at pH 7 (ref. 16)), which leads to a pH change
near both the anode and the cathode. To make our devices
electrochemically active, we fabricated etalons from pH
responsive pNIPAm-co-acrylic acid (pNIPAm-co-AAc) microgels.
These microgels, and etalons, respond to pH by swelling at pH >
4.25 (pKa for AAc). This swelling is a result of the microgels
becoming negatively charged at high pH, leading to electro-
static repulsion and osmotic pressure effects. At pH < 4.25, the
AAc groups are protonated, and the microgels deswell back to
their initial diameter. We have shown that the solvation state
modulation as a function of pH leads to an etalon color change
and a shi in the position of the peaks in the reectance
spectra.17 As such, we hypothesize that the pH change of the
solution in response to water hydrolysis should lead to a color
change, and a shi in the peak positions.

For this investigation, pNIPAm-co-AAc microgel-based eta-
lons were fabricated and displayed characteristic multipeak
reectance spectra. A schematic of the device structure and a
representative reectance spectrum is shown in Fig. 1. For all
experiments here, the position of the peak centered at�574 nm
was monitored. As depicted in Fig. 2(a), the etalons were con-
nected to a power supply and used as the working electrode,
while an indium tin oxide (ITO) glass slide functioned as a
counter electrode. An insulator separated the two electrodes
and a selected electrolyte was introduced into the space between
the ITO slide and etalon. We point out that the spacer was able
to seal in the liquid very effectively, therefore allowing the
device to function for long periods of time. This is important for
display applications. We found the selection of the electrolyte
solution to be critical. First, the electrolyte solution should swell
the microgels in the etalon; still allowing them to respond to the
electrochemically-induced pH changes. Second, ITO glass has
been shown to react with water hydrolysis products, leading to a
decrease in its conductivity and transparency.18,19 For our
experiments we found that a solution of 0.1 M LiOOCCH3 in a
mixture of water and ethanol (1 : 9 by volume, respectively)
yielded all of the desired properties. As mentioned above,
application of a DC voltage with the appropriate magnitude to
electrodes in water leads to electrolysis, which results in a
change in the solution's pH.20 In this case, when an appropriate
negative potential was applied to the etalon, water reduction
3874 | J. Mater. Chem. C, 2014, 2, 3873–3878
occurred, leading to hydrogen gas generation and an increase in
the water pH in the vicinity of etalon. On the contrary, when the
etalon was held at positive potential, oxygen gas will be
produced, resulting in a decrease in the water pH near the
etalon. In all of the experiments, voltages were carefully
controlled so that the gas generation is minimized and does not
damage the optical properties of our device. This process is
depicted schematically in Fig. 2(b). Thus, pNIPAm-co-AAc
microgel-based etalons should change their optical properties
(color) when the respective potentials are applied to the etalon.

To investigate this, we exposed the etalons to an aqueous
solution with a pH of 9.4 and varied the voltage applied to the
etalon. Specically, the etalon was initially held at a more
negative voltage and scanned to a more positive voltage while
the pH near the etalon was monitored using a miniature pH
electrode. In addition, the reectance spectrum was monitored
as the voltage was varied. The results are shown in Fig. 3 and
show that the application of different voltages to the etalon was
enough to yield water electrolysis and a concomitant change in
the solution pH. Specically, application of increasingly posi-
tive voltages to the etalon leads to a decrease in the solution pH,
which leads to protonation of the microgel's AAc groups and a
concomitant blue shi of the monitored reectance peak. On
the other hand, when increasingly negative potentials are
applied to the etalon, the solution pH increases, leading to
deprotonation of the microgel's AAc groups and a concomitant
red shi of the monitored reectance peak. It is worth pointing
out here that we were only able to vary the solution pH in the
range of �9–13 electrochemically. Over this pH range, we don't
expect AAc to be signicantly protonated/deprotonated since
the pKa for AAc is �4.25. While this is the case, we believe that
even at this high pH, there is enough change in the protonation
state of the microgels to yield the appropriate amount of relative
This journal is © The Royal Society of Chemistry 2014
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Fig. 2 (a) Schematic of the etalon-based electrochemical cell and (b) schematic representation of the responsivity of the etalon when it behaves
as a cathode and anode.

Fig. 3 Etalon wavelength shift as a function of pH induced by the
applied voltage (indicated as numbers by the individual data points).
The wavelength shift (Dl) is lpH � l0V, where lpH is the position of the
peak when a given voltage is applied that yields a specific solution pH
and l0V is the initial position of the peak when there is no voltage
applied. (Shaded region) the solution pH in this range was varied by
adding dilute HCl to the device while maintaining the etalon at 2 V. The
solution pH was monitored at �0.5 mm away from the etalon surface
using a miniature pH electrode.
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deswelling/swelling required to give a signicant blue/red shi
of the reectance peaks. There have been literature reports
supporting this behavior; AAc-based gels swelling at pHs well
beyond their pKa.20

To further support this hypothesis, we monitored the eta-
lon's optical response to changes in solution pH in the range of
9 to 13, in the absence of an applied electric eld. The results,
which are shown in the ESI,† show that the etalon is able to
respond to solution pH changes in this range. It is worth
pointing out though that the etalon's response to pH alone is
This journal is © The Royal Society of Chemistry 2014
not as pronounced as its response to pH change induced by the
applied potential. While it is not completely understood why
this is the case,21–23 we believe that the electrode's electrostatic
interactions with the counterion Li+ results in electrodiffusion
phenomena, yielding the enhanced response. Specically, when
a negative voltage is applied to the etalon, the Li+ will move to
the etalon due to electrophoretic migration and facilitate the
ionization of the microgels AAc groups. This yields more
Coulombic repulsion and osmotic swelling of the polymer layer,
and a greater optical response. Finally, we point out that there is
no response to pH changes for pNIPAmmicrogel-based etalons,
i.e., etalons composed of microgels with no AAc. We add here
that since pNIPAm is thermoresponsive, the solution tempera-
ture was monitored throughout this process, and no signicant
temperature change was observed. Therefore, we attribute the
changes of the etalon's optical properties to the both the solu-
tion pH changes and the apparent sensitivity of the microgel
solvation state to the applied electric eld.

While the etalon is capable of responding to solution pH
changes well above AAc's pKa, it should be capable of signi-
cantly more response if the pH of the solution could be further
decreased to below AAc's pKa. To investigate this, we main-
tained the etalon's potential at 2 V while varying the pH of the
solution by the addition of a dilute solution of HCl to the etalon
while monitoring the position of the monitored reectance
peaks. As can be seen in the shaded region of Fig. 3, the device is
capable of signicant response as the pH of the solution is
varied near AAc's pKa.

We also investigated the kinetics of the etalon's spectral
response to the application of a potential and how the response
kinetics varied with the magnitude of the applied potential. In
this part of experiment, we assembled the cell and waited for
J. Mater. Chem. C, 2014, 2, 3873–3878 | 3875
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the optical spectra to stabilize with no voltage applied. Aer the
spectra were stable, we applied various voltages to the etalon.
Fig. 4 shows that the rate of themonitored reectance peak shi
depended dramatically on the applied voltage. Specically,
when the applied potential is relatively low (�2.0 and �2.5 V)
the monitored reectance peak shis slowly with time, while it
is signicantly faster at �3.0 V. We hypothesize that this is a
result of the increased rate of water hydrolysis at �3.0 V, which
is capable of changing the solution pH in a shorter time period.
It is important to point out that the etalons are stable aer
30 minutes.

The reversibility of the etalon's response to the voltage
induced solution pH changes was also investigated. Initially, we
determined if the device's optical properties were stable aer
the application of a specic voltage to the etalon, followed by
the removal of the applied voltage. We found that the reec-
tance peak shis 70 nm back toward its initial position aer
application and removal of �3 V followed by overnight incu-
bation. We point out though that the etalon's optical properties
could not return to their initial state by simply waiting, even
though the solution pH returned to its initial value, see ESI.†We
attribute this to ion-induced hysteresis that has been previously
observed by our group and others.24,25 In this case, we investi-
gated if the etalon could be made reversible by applying the
opposite polarity on the etalon. That is, immediately aer the
application of a negative voltage to the etalon, a positive voltage
was applied, while monitoring the etalon's optical properties.
The results are shown in Fig. 5, which reveal that the etalon is
capable of reversible red/blue shis in response to systematic
voltage variations from negative to positive voltages. The
kinetics of the reversibility are shown in Tables 1 and 2, which
reveal that the reversibility was faster when the applied voltage
to trigger the reversibility increased. This is most likely due to
the faster solution pH changes at the larger applied potential.
We again attribute the reversibility to both pH change from
water electrolysis and electrokinetic process. That is, when a
positive voltage is applied to etalon, Li+ will move away from the
etalon, making AAc protonation more efficient. We also point
out that since a voltage of <1.8 V cannot hydrolyze water, and a
Fig. 4 Change in the reflectance peak position (Dl) as a function of
time for various applied potentials. Here, Dl is lt � loriginal, where lt is
the position of the peak at a given time after applying a given potential
and loriginal is the initial position of the peak. Each data point is the
average of 3 experiments, with the error bars as the standard deviation.

3876 | J. Mater. Chem. C, 2014, 2, 3873–3878
voltage >2 V dissolves the gold layer, we must work in a narrow
voltage range.

Finally, we wanted to show that the change in the device's
spectral properties could translate into visual color changes. To
demonstrate this, we fabricated a patterned etalon, where the
patterned portion of the etalon was constructed from pH
responsive microgels while the rest of the device was con-
structed from non-pH responsive microgels. Therefore, when a
potential is applied to the device, it should only change color in
the patterned region. As shown in Fig. 6, when an appropriate
voltage is applied to the system, the patterned region changes
color, while the background remains largely unchanged. The
patterned region is capable of reverting to its initial color upon
the application of the opposite potential. We acknowledge that
the maple leaf pattern is not completely uniform, which may be
a result of the nonuniformity of the painting protocol, e.g., some
non-pH responsive microgel may be painted at the edges of the
pattern. This, combined with the slight imperfections in the
etalon itself, could lead to the observed imperfections. We point
out here that the device's color is stable for many hours upon
removal of the initial “color changing” voltage, see ESI.† We
attribute the color stability to previously studied ion-dependent
hysteresis.17

In conclusion, we demonstrated that microgel-based etalons
could be made to respond to the application of an electric eld
by incorporating pH responsive microgels into their structure.
Water hydrolysis at the etalon surface upon the application of a
suitable potential to the device is able to change the pH of the
surrounding solution enough to make the microgels change
size, changing the etalon's color as a result. The observed
spectral shis and color changes were attributed to both the
etalon's sensitivity to pH and the applied potential itself. We
showed that the color change is stable for many hours, until an
appropriate potential is applied to make the solution pH revert
to its initial value, combined with the potential-induced effect.
The device color switching kinetics were also probed, and
showed signicant color changes on the minute time scale. In
the future, we will investigate the electrochemically-triggered
response of devices composed of microgels with higher pKa

values, which are closer to the electrolyte solution's range of pH
tunability. Furthermore, the inuence of AAc content in the
microgels on the color tunability will be investigated. Regard-
less, the devices exhibit color tunability over a large range,
which is a signicant step forward for photonics-based display
technologies.

Experimental section
Materials

N-Isopropylacrylamide (NIPAm) was purchased from TCI
(Portland, Oregon) and puried by recrystallization from
hexanes (ACS reagent grade, EMD, Gibbstown, NJ) prior to use.
N,N0-Methylenebisacrylamide (BIS) (99%), acrylic acid (AAc)
(99%), ammonium persulfate (APS) (98+%) and lithium acetate
(99%) were obtained from Aldrich (St. Louis, MO) and were used
as received. Deionized (DI) water with a resistivity of 18.2 MU

cm was used. Cr/Au annealing was done in a Thermolyne muffle
This journal is © The Royal Society of Chemistry 2014
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Fig. 5 (a) Reflectance spectra collected from an etalon after the application of the indicated voltages. (b) Final peak positions after application of
the indicated potentials to the etalon over many cycles.

Table 1 Reversibility of the etalon's reflectance peak after application
of 2 V followed by application of the indicated potentials. Total shift is
lnegative voltage � lpositive voltage, time is the time required to achieve the
total shift and rate is average total shift/average time. Each value is the
average of 3 experiments, with the error bars as the standard deviation

Voltage (V) Time (min) Total shi (nm) Rate (nm min�1)

�2 3.8 � 0.3 61 � 1 16
�2.5 5.1 � 0.8 77 � 3 15
�3 12 � 4 140 � 10 12

Table 2 Reversibility of the etalon's reflectance peak after application
of 1.8 V followed by application of the indicated potentials. Total shift is
lnegative voltage � lpositive voltage, time is the time required to achieve the
total shift and rate is average total shift/average time. Each value is the
average of 3 experiments, with the error bars as the standard deviation

Voltage (V) Time (min) Total shi (nm) Rate (nm min�1)

�2 9 � 2 49 � 6 5
�2.5 12 � 1 68 � 7 5.7
�3 16 � 2 110 � 10 6.9
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furnace from ThermoFisher Scientic (Ottawa, Ontario). Fish-
er's nest glass coverslips were 25 � 25 mm and obtained from
Fisher Scientic (Ottawa, Ontario). Indium tin oxide (ITO)
coated glass slide were 25 � 25 � 1.1 mm with a resistivity of
30–60 U from Delta technologies. Cr was 99.999% and obtained
from ESPI as akes (Ashland, OR), while Au was 99.99% and
obtained from MRCS Canada (Edmonton, AB). Spacers with
Fig. 6 Photographs of a patterned etalon in an electrochemical cell at:

This journal is © The Royal Society of Chemistry 2014
thickness: 2.5 mm were purchased from Life Technologies
(Eugene, OR) and cut into suitable sizes for the particular
experiment. Polydimethylsiloxane (PDMS) was purchased from
Dow Corning Corporation (Midland, MI).
Instruments

Reectance spectra were collected by a Red Tide USB650 spec-
trometer, using a reectance probe connected to a LS-1 tung-
sten light source (Ocean Optics, Dunedin). The spectra were
collected over a wavelength range of 400–1000 nm and analyzed
by Ocean Optics Spectra Suite Spectroscopy soware. pH was
measured with a Jenco model 6173 pH meter (San Diego, CA).
Microgel synthesis

Microgels were prepared as previously described.11 A 3-necked
round bottom ask was tted with a reux condenser, nitrogen
inlet, and temperature probe, and charged with a solution of
NIPAm (11.9 mmol) and BIS (0.703 mmol) in 99 mL DI water,
previously ltered through a 0.2 mm lter. The solution was
purged with N2 gas and allowed to heat to 70 �C for �1 hour.
AAc (1.43 mmol) was added to the heated reaction mixture in
one aliquot. The reaction was then initiated with a solution of
APS (0.2 mmol) in 1 mL of DI water. The reaction proceeded at
70 �C for 4 hours under N2 atmosphere. The resulting suspen-
sion was allowed to cool overnight, and then it was ltered
through a Whatman #1 paper lter to remove any large aggre-
gates. The microgel solution was then distributed into centri-
fuge tubes and puried via centrifugation at�8300 rcf to form a
(a) 0 V, (b) 2 V, and (c) �2 V.

J. Mater. Chem. C, 2014, 2, 3873–3878 | 3877
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pellet, followed by removal of the supernatant and resuspension
with DI water, 6�. The diameter of the microgels were �1 mm.11

Preparation of electrochemically color tunable devices

Au coated coverslips were generated by thermally evaporating
2 nm Cr followed by 15 nm of Au onto a 25 � 25 mm ethanol
rinsed and N2 gas dried glass coverslip (Fisher's Finest, Ottawa,
ON) at a rate of 0.2 Å s�1, and 0.1 Å s�1, respectively (Torr
International Inc., thermal evaporation system, Model THEUPG,
NewWindsor, NY). The Cr/Au substrates were annealed at 250 �C
for 3 h (Thermolyne muffle furnace, Ottawa, ON) and cooled to
room temperature prior to microgel lm deposition. A 40 mL
aliquot of concentratedmicrogels (obtained via centrifugation of
a microgel solution) was added to the substrate and then spread
toward each edge using the side of a micropipet tip. The
substrate was rotated 90�, and the microgel solution was spread
again. The spreading and rotation continued until the microgel
solution became too viscous to spread due to drying. The
microgel solution was allowed to dry completely on the substrate
for 2 h with the hot plate temperature set to 35 �C. Aer that, the
dry lm was rinsed copiously with DI water to remove any excess
microgels not bound directly to the Au. The lm was then placed
into a DI water bath and allowed to incubate overnight on a hot
plate set to �30 �C. Following this step, the substrate was again
rinsed with DI water to further remove any microgels not bound
directly to the Au substrate surface. The samples were then
rinsed with deionized water, dried with N2, and then another Au
over layer (2 nm Cr for adhesion, followed by deposition of Au)
was evaporated ontomicrogel layer. The electrochemical cell was
constructed as depicted in Fig. 2a. The two electrodes (etalon
and ITO substrate) were separated using a spacer and clamped
together. Electrolyte solution was then injected into the gap
between the two slides. Finally, two leads from a power supply
were clipped to the two electrodes.

Patterned etalon fabrication

PDMS elastomer wasmolded and cured in Petri dish. The PDMS
base was rst mixed with curing agent at a ratio of 10 : 1 in
volume. The PDMSmixture was then poured into the Petri dish,
which formed a thin layer, and allowed to cure overnight at
70 �C. Finally, the PDMS layer was mechanically peeled off from
the Petri dish and cut into a shape of maple leaf (12 mm �
15 mm). The prepared PDMS maple leaf pattern was used as
follows. First, the PDMS mask was used to cover the Au, while
pNIPAmmicrogels (non-pH responsive) microgels were painted
on the uncovered portions of the substrate. The PDMS mask
was removed and pNIPAm-co-AAc microgels were painted on
the patterned area. Then following the normal etalon fabrica-
tion process described above to yield the patterned device – a
maple leaf structure composed of pNIPAm-co-AAc microgels
surrounded by non-pH responsive microgels.
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Figure S1. Etalon’s optical response in different pH environment, Δλ is λm - λoriginal, 

where λm is the position of the peak at a given pH (m) and λoriginal is the initial position of 

the peak when the pH=9. Each data point is the average of 3 experiments, with the error 

bars as the standard deviation.
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Figure S2. Photographs of an etalon at: a) 0 V, b) – 3 V, c) after five days at 0 V after  

the -3 V in (b), and d) 2 V. 

Figure S3. Proposed mechanism for color stability. The presence of Li ions makes the 

protonation of the deprotonated AAc groups difficult, hence the device's color is stable. 
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Figure S4. -3V is applied across the cell. After 7 min (as the arrow points out), the 

potential is removed.

Table S1. Wavelength shift upon removal of the indicated potentials and overnight 

stabilization. 

Removed potential (V) Shift after overnight (nm)

-2 0.6±0.6
-2.5 10±7
-3 70±10
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